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§23.5

the National Stamping Act or any
amendment thereof. 6

NOTE 4 TO PARAGRAPH (d): Exemptions rec-
ognized in the assay of karat gold industry
products and in the assay of gold filled, gold
overlay, and rolled gold plate industry prod-
ucts, and not to be considered in any assay
for quality, are listed in the appendix.

§23.5 Misuse of the word “vermeil.”

(a) It is unfair or deceptive to rep-
resent, directly or by implication, that
an industry product is ‘‘vermeil” if
such mark or description misrepresents
the product’s true composition.

(b) An industry product may be de-
scribed or marked as ‘‘vermeil”’ if it
consists of a base of sterling silver
coated or plated on all significant sur-
faces with gold, or gold alloy of not
less than 10 karat fineness, that is of
substantial thickness” and a minimum
thickness throughout equivalent to
two and one half (2¥2) microns (or ap-
proximately 199/, go0000ths of an inch) of
fine gold.

NoOTE 1 TO §23.5: It is unfair or deceptive to
use the term ‘“‘vermeil’”’ to describe a product
in which the sterling silver has been covered
with a base metal (such as nickel) plated
with gold unless there is a disclosure that
the sterling silver is covered with a base
metal that is plated with gold.

NOTE 2 TO §23.5: Exemptions recognized in
the assay of gold filled, gold overlay, and
rolled gold plate industry products are listed
in the appendix.

§23.6 Misrepresentation as to silver
content.

(a) It is unfair or deceptive to mis-
represent that an industry product
contains silver, or to misrepresent an
industry product as having a silver
content, plating, electroplating, or
coating.

(b) It is unfair or deceptive to mark,
describe, or otherwise represent all or
part of an industry product as ‘‘silver,”
“‘solid  silver,” ‘‘Sterling Silver,”
“Sterling,” or the abbreviation ‘‘Ster.”

6Under the National Stamping Act, arti-

cles or parts made of gold or of gold alloy
that contain no solder have a permissible
tolerance of three parts per thousand. If the
part tested contains solder, the permissible
tolerance is seven parts per thousand. For
full text, see 15 U.S.C. 295, et seq.

7See footnote 3.
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unless it is at least 92%.000ths pure sil-
ver.

(c) It is unfair or deceptive to mark,
describe, or otherwise represent all or
part of an industry product as ‘‘coin”
or ‘‘coin silver” unless it is at least
900/ o0oths pure silver.

(d) It is unfair or deceptive to mark,
describe, or otherwise represent all or
part of an industry product as being
plated or coated with silver unless all
significant surfaces of the product or
part contain a plating or coating of sil-
ver that is of substantial thickness.8

(e) The provisions of this section re-
lating to markings and descriptions of
industry products and parts thereof are
subject to the applicable tolerances of
the National Stamping Act or any
amendment thereof.®

NoTE 1 TO §23.6: The National Stamping
Act provides that silverplated articles shall
not ‘‘be stamped, branded, engraved or im-
printed with the word ‘sterling’ or the word
‘coin,” either alone or in conjunction with
other words or marks.”” 15 U.S.C. 297(a).

NOTE 2 TO §23.6: Exemptions recognized in
the assay of silver industry products are list-
ed in the appendix.

§23.7 Misuse of the words “platinum,”
“iridium,” “palladium,” “ruthe-
nium,” “rhodium,” and “osmium.”

(a) It is unfair or deceptive to use the
words ‘‘platinum,” ‘“iridium,” ‘‘palla-
dium,” ‘“‘ruthenium,” ‘‘rhodium,” and
““osmium,” or any abbreviation to
mark or describe all or part of an in-
dustry product if such marking or de-
scription misrepresents the product’s
true composition. The Platinum Group
Metals (PGM) are Platinum, Iridium,
Palladium, Ruthenium, Rhodium, and
Osmium.

(b) The following are examples of
markings or descriptions that may be
misleading: 10

8 See footnote 3.

9Under the National Stamping Act, ster-
ling silver articles or parts that contain no
solder have a permissible tolerance of four
parts per thousand. If the part tested con-
tains solder, the permissible tolerance is ten
parts per thousand. For full text, see 15
U.S.C. 294, et seq.

10 See paragraph (c) of this section for ex-
amples of acceptable markings and descrip-
tions.
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Federal Trade Commission

(1) Use of the word ‘‘Platinum’ or
any abbreviation, without qualifica-
tion, to describe all or part of an indus-
try product that is not composed
throughout of 950 parts per thousand
pure Platinum.

(2) Use of the word ‘‘Platinum’ or
any abbreviation accompanied by a
number indicating the parts per thou-
sand of pure Platinum contained in the
product without mention of the num-
ber of parts per thousand of other PGM
contained in the product, to describe
all or part of an industry product that
is not composed throughout of at least
850 parts per thousand pure platinum,
for example, ‘‘600Plat.”

(3) Use of the word ‘‘Platinum’ or
any abbreviation thereof, to mark or
describe any product that is not com-
posed throughout of at least 500 parts
per thousand pure Platinum.

(4) Use of the word ‘‘Platinum,” or
any abbreviation accompanied by a
number or percentage indicating the
parts per thousand of pure Platinum
contained in the product, to describe
all or part of an industry product that
contains at least 500 parts per thou-
sand, but less than 850 parts per thou-
sand, pure Platinum, and does not con-
tain at least 950 parts per thousand
PGM (for example, ‘585 Plat.”’) without
a clear and conspicuous disclosure, im-
mediately following the name or de-
scription of such product:

(i) Of the full composition of the
product (by name and not abbrevia-
tion) and percentage of each metal; and

(ii) That the product may not have
the same attributes or properties as
traditional platinum products. Pro-
vided, however, that the marketer need
not make disclosure under
§23.7(b)(4)(ii), if the marketer has com-
petent and reliable scientific evidence
that such product does not differ mate-
rially from any one product containing
at least 850 parts per thousand pure
Platinum with respect to the following
attributes or properties: durability,
luster, density, scratch resistance, tar-
nish resistance, hypoallergenicity,
ability to be resized or repaired, reten-
tion of precious metal over time, and
any other attribute or property mate-
rial to consumers.

NOTE TO PARAGRAPH (b)(4): When using per-
centages to qualify platinum representa-

§23.7

tions, marketers should convert the amount
in parts per thousand to a percentage that is
accurate to the first decimal place (e.g.,
58.5% Platinum, 41.5% Cobalt).

(c) The following are examples of
markings and descriptions that are not
considered unfair or deceptive:

(1) The following abbreviations for
each of the PGM may be used for qual-
ity marks on articles: ‘‘Plat.” or “Pt.”
for Platinum; “Irid.” or “Ir.” for Irid-
ium; ‘““Pall.” or ‘“Pd.” for Palladium;
“Ruth.” or “Ru.” for Ruthenium;
“Rhod.” or “Rh.” for Rhodium; and
“Osmi.” or “‘Os.” for Osmium.

(2) An industry product consisting of
at least 950 parts per thousand pure
Platinum may be marked or described
as ‘“‘Platinum.”

(3) An industry product consisting of
850 parts per thousand pure Platinum,
900 parts per thousand pure Platinum,
or 950 parts per thousand pure Plat-
inum may be marked ‘‘Platinum,’’ pro-
vided that the Platinum marking is
preceded by a number indicating the
amount in parts per thousand of pure
Platinum (for industry products con-
sisting of 950 parts per thousand pure
Platinum, the marking described in
§23.7(b)(2) above is also appropriate).
Thus, the following markings may be
used: ‘950Pt.,”” <950Plat.,”” ‘‘900Pt.,”
“900Plat.,” ‘‘850Pt.,”” or ‘‘850Plat.”’

(4) An industry product consisting of
at least 950 parts per thousand PGM,
and of at least 500 parts per thousand
pure Platinum, may be marked ‘‘Plat-
inum,” provided that the mark of each
PGM constituent is preceded by a num-
ber indicating the amount in parts per
thousand of each PGM, as for example,
“600Pt.350Ir.,” “‘600Plat.350Irid.,”” or
“650Pt.350Pd.501Ir.,”
“550P1at.350Pall.50Irid.”

(5) An industry product consisting of
at least 500 parts per thousand, but less
than 850 parts per thousand, pure Plat-
inum, and not consisting of at least 950
parts per thousand PGM, may be
marked or stamped accurately, with a
quality marking on the article, using
parts per thousand and standard chem-
ical abbreviations (e.g., 585 Pt., 415 Co.).

NoOoTE TO §23.7: Exemptions recognized in
the assay of platinum industry products are
listed in appendix A of this part.

[62 FR 16675, Apr. 8, 1997, as amended at 75
FR 81453, Dec. 28, 2010]
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